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TEXTILES - PROFESSIONAL CARE, DRYCLEANING AND
WETCLEANING OF FABRICS AND GARMENTS - PART 3:
PROCEDURE FOR TESTING PERFORMANCE WHEN CLEANING AND
FINISHING USING HYDROCARBON SOLVENTS
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